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Test report
Customer . HIP Groen Specimen type : Beschoeiingsschot
Material . HD-PE Tester . MP

Testspeed : 25 mm/min

Test results:

SpecID| Span | Fmax | ¢€m

Legends| Nr mm N mm
| 1 01 630 | 13188 | 30,56
BN 2 01 630 | 14473 30,18
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Statistics:
Series Fmax M
n= 2 N mm
X 13830 30,37
S 908 0,26
\Y 6,57| 0,86
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